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Client Name: JIEJIE SEMICONDUCTOR CO.,LTD
Client Address: NO.6,JINGGANGSHAN ROAD,SU TONG SCIENCE AND TECHNOLOGY INDUSTRIAL
PARK,NANTONG CITY,JIANGSU PROVINCE,China
Sample Name: SOD-123FL
Client Ref. Information: SEE ATTACHMENT
The above sample(s) and information were provided by the client.

SGS Job No.: TIC1020241225150007QDKYV
Sample Receiving Date: Dec 27, 2024
Testing Period: Dec 27, 2024 ~ Jan 27, 2025
Test Requested: Select test(s) as requested by the client.
Test Method(s): Please refer to next page(s).
Test Result(s): Please refer to next page(s).
Test Requirement Conclusion

EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU
- Lead, Mercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls
(PBB), Polybrominated diphenyl ethers (PBDE), Bis(2-ethylhexyl) phthalate Pass
(DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP) and Diisobutyl
phthalate (DIBP)

Halogen See Results

Polyvinyl chloride (PVC) See Results

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd.
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Test Result(s):

Test Part Description:
SN ID Sample No. SGS Sample ID Description
SN1 Al SHA24-0297950-0001.C001 Black/silvery solid
Remarks:

(1) 1 mg/kg =1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-* = Not Regulated

EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU - Lead, Mercury,
Cadmium, Hexavalent chromium, Polybrominated biphenyls (PBB), Polybrominated diphenyl ethers
(PBDE), Bis(2-ethylhexyl) phthalate (DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP)
and Diisobutyl phthalate (DIBP)

Test Method:  With reference to IEC 62321-4:2013+AMD1:2017, IEC 62321-5:2013, IEC 62321-7-2:2017
and IEC 62321-12:2023, analysis was performed by ICP-OES/AAS, UV-Vis and GC-MS.

Test ltem(s) Limit Unit(s) MDL Al
Lead (Pb) 1000 mg/kg 2 182214
Mercury (Hg) 1000 mg/kg 2 ND
Cadmium (Cd) 100 mg/kg 2 ND
Hexavalent Chromium (Cr(V1)) 1000 mg/kg 8 ND
Polybrominated biphenyls (PBB) 1000 mg/kg - ND
Monobrominated biphenyl (MonoBB) - mg/kg 25 ND
Dibrominated biphenyl (DiBB) - mg/kg 25 ND
Tribrominated biphenyl (TriBB) - mg/kg 25 ND
Tetrabrominated biphenyl (TetraBB) - mg/kg 25 ND
Pentabrominated biphenyl (PentaBB) - mg/kg 25 ND
Hexabrominated biphenyl (HexaBB) - mg/kg 25 ND
Heptabrominated biphenyl (HeptaBB) - mg/kg 25 ND
Octabrominated biphenyl (OctaBB) - mg/kg 25 ND
Nonabrominated biphenyl (NonaBB) - mg/kg 25 ND
Decabrominated biphenyl (DecaBB) - mg/kg 25 ND
Polybrominated diphenyl ethers (PBDE) 1000 mg/kg - ND
I(\:Ao;r?;aé%ng)nated diphenyl ether ) malkg o5 ND
Dibrominated diphenyl ether (DiBDE) - mg/kg 25 ND
Tribrominated diphenyl ether (TriBDE) - mg/kg 25 ND
Tetrabrominated diphenyl ether

(TetraBDE) Preny - mg/kg 25 ND
Pentabrominated diphenyl ether

(PentaBDE) Preny ] mg/kg 25 ND
?He;()?;é%r’rél)nated diphenyl ether ) malkg o5 ND
Heptabrominated diphenyl ether

(H(fptaBDE) pheny - mg/kg 25 ND
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Test ltem(s) Limit Unit(s) MDL Al
Octabrominated diphenyl ether )

(OctaBDE) mag/kg 25 ND
Nonabrominated diphenyl ether

(NonaBDE) - mag/kg 25 ND
Decabrominated diphenyl ether )

(DecaBDE) mag/kg 25 ND
Di-2-Ethyl Hexyl Phthalate (DEHP) 1000 ma/kg 50 ND
Benzyl Butyl Phthalate (BBP) 1000 ma/kg 50 ND
Dibutyl Phthalate (DBP) 1000 ma/kg 50 ND
Diisobutyl Phthalate (DIBP) 1000 ma/kg 50 ND

Notes:

(1) The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863.

(2) IEC 62321 series is equivalent to EN 62321 series.

(3) The restriction of DEHP, BBP, DBP and DIBP shall apply to medical devices, including in vitro medical
devices, and monitoring and control instruments, including industrial monitoring and control instruments,
from 22 July 2021.

(4) AAccording to the declaration from the client, Lead (Pb) is exempted by EU RoHS directive 2011/65/EU
based on |[ANNEX Il 7(c)-I|: Electrical and electronic components containing lead in a glass or ceramic other
than dielectric ceramic in capacitors, e.g. piezoelectronic devices, or in a glass or ceramic matrix compound.
More information about exemption can be found via the following link:
https://rohs.sgsonline.com.cn/PDFLinks/en/RSTS-TP-037%20RoHS%20Exemption%20%28EN%29.pdf

Halogen

Test Method:  With reference to EN 14582:2016, analysis was performed by IC.

Test Item(s) Unit(s) MDL Al
Fluorine(F) mg/kg 20 ND
Chlorine(Cl) mg/kg 50 ND
Bromine(Br) mg/kg 50 ND
lodine(l) mg/kg 50 ND

Polyvinyl chloride (PVC)

Test Method:  With reference to SGS in house method, analysis was performed by FTIR/HATR.

Test Item(s) Al
Polyvinyl chloride (PVC) Negative
Notes:

(1) Negative=Undetectable, Positive=Detectable

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed overleaf,
avanlable on request or accessible at https://www. .com/en/Terms-an: nditions. Attention is drawn to the limitation of liability,
indem ion and jurisdiction issues defined therein. Any holder of lhls document is adVIsed that information contained hereon reflects
the Company's findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company's sole
responsibility is to its Client and this document does not exonerate parties to a transaction from axemslng all their rights and obligations
under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any
< = unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
(50 5 b R e to the fullesl extant of lhe law. Unless olhemlse sta(ed the results shown in thls les! report refer only to the sample(s) lested

Inspeclon&TeslmgServ\ces Attention \ che Vr authenticity of testing /ins o port & certi ate, please contact us at telept 5) 8307 1443
L7, ¥/  orem rail: C () ‘»\m»,.l_ >m

3 ¢BUIId!ng.No.889 Yishan Road Xuhui District,Shanghai China 200233 tE&E (86-21) 61402553 fE&E (86-21)64953679  www.sgsgroup.com.cn
hE - b - fRCRKE L 2%889S35 K  HB4R: 200233 tHL (86-21) 61402594  fHL (86-21)61156899 sgs.china@sgs.com
|

Member of the SGS Group (SGS SA)



Test Report No.:

ATTACHMENTS

Elements Testing Flow Chart

These samples were dissolved totally by pre-conditioning method according to below flow chart.

Sample Preparation

A4
Sample Measurement

Acid digestion with
microwave/ hotplate

v

Filtration

v v

Solution Residue

v

1) Alkali Fusion / Dry
Ashing
2) Acid to dissolve

\ 4
ICP-OES/AAS

v

DATA
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ATTACHMENTS
Hexavalent Chromium (Cr(VI)) Testing Flow Chart

Sample Preparation

v

Sample Measurement

v
v v

Nonmetallic Metallic
material material
ABS/PCIPVC | Others v
Boiling water
v : + extraction
Dissolving by Digesting at 3
ultrasonication 150~160°C -
¥ i Adding 1,5-
- - - diphenylcarba
Digesting at Separating to zide for color
60°C by get aqueous development
ultrasonication phase 3
I I
v UV-Vis
pH adjustment v
v DATA
Adding 1,5-
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color development

v
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v
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ATTACHMENTS

PBB/PBDE/Phthalates Testing Flow Chart

Sample cutting/preparation

A\ 4

Sample measurement

\4
Solvent extraction

'

Concentration/Dilution

\ 4
Filtration

GC-MS

DATA
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Halogen Testing Flow Chart

Sample cutting/preparation

A
Sample measurement

A 4

Combustion in a closed system
containing oxygen

A 4

Dissolved in an absorption
solution

4
Filtration

A

Analyzed by ion
chromatography. Double confirm
by other instruments, if
necessary
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ATTACHMENTS

PVC Testing Flow Chart

Sample cutting/preparation

,

EDX check the content of ClI

|

FTIR
check wave-number of C-Cl
bonding

’

Data
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Attachment:

62mm. ABS. DBS. DFN0603-2L. DFN1006-2L. DFN1006-3L. DFN10x15-5L-XX. DFN1610-2L.
DFN1610-6L. DFN2010-5L. DFN2010-8L. DFN2020-2L. DFN2020-3L. DFN2020-6L. DFN2020-6L-
XX. DFN2510-10L. DFN2626-10L. DFN2x2-3L. DFN2x2-6L. DFN2x2-6L-D. DFN3.0x3.0-8L-XX.
DFN3.3x3.3-8L. DFN3.3x3.3-8L (Type B) . DFN3.0x3.0-8L-SD (Type B) DFN3.3x3.3-8L-XX.
DFN3020-10L. DFN3030-8L. DFN3030-8L-XX. DFN3333-2L. DFN3333-8L. DFN3810-9L. DFN3x3-8L-
XX. DFN5060-8L. DFN5060-8L-XX. DFN5x6-8L. DFN5x6-8L-XX. DFN8080-2L. DFN8080-4L.
DFN8x8-2L. DFN8x8-4L. DIP-4. DO-15. DO-218AB. DO-27. DO-41. EasyPacklB. EconoDual.
ESOP-8. GBJ. GBL. GBU. ITO-247. ITO-247-XX. KBL. KBP. LSOP-4. MBF. MBS. PDFN3.3x3.3-
8L. PDFN3.3x3.3-8L-XX. PDFN3x3-8L. PDFN3x3-8L-XX. PDFN5x6-8L. PDFN5x6-8L-XX.
PowerJE10x12. PowerJE5x6. PowerJE7x8. PowerJE8x8. PPTC. R6. SGBJ. SMA. SMAF. SMB.
SMBF. SMC. SMC-3. SMD-3225. SMD-4032. SMT. SMT-4. SMTF. SMTJ. SMTO-218Tab. SOD-
123. SOD-123FLT. SOD-323. SOD-323FL. SOD-523. SOD-723. SOD-923. SOP-10. SOP-16. SOP-
4. SOP-5. SOP-7. SOP-8. SOT-143-XX. SOT-223. SOT-223-XX. SOT-227. SOT-227-XX. SOT-
23. SOT-23-XX. SOT-323-XX. SOT-353-XX. SOT-363-XX. SOT-523-XX. SOT-563-XX. SOT-723-
XX. SOT-82. SOT-89. SOT-89-XX. SOT-89R-XX. SSOP-4. STOLL7x8-5L. TO-126. TO-202. TO-
202-XX. TO-220-XX. TO-220A. TO-220A-2D-XX. TO-220A-XX. TO-220AB. TO-220B. TO-220B-XX-
TO-220C. TO-220C-XX. TO-220F. TO-220FA. TO-220FA-XX. TO-220FP. TO-220FP-XX. TO-220H-
XX, TO-220HF. TO-247. TO-247-XX. TO-247iPS-2L. TO-247iPS-3L. TO-247J. TO-247J-XX. TO-
247plus. TO-247S. TO-247S-XX. TO-251. TO-251-XX. TO-251L-XX. TO-251S. TO-252. TO-252-
XX, TO-262. TO-262-XX. TO-263. TO-263-XX. TO-277B. TO-3P. TO-3P-3L. TO-3PF-3L. TO-92.
TO-92-XX. TO-92CR. TO-92KR. TO-92KRF. TO-92UR. TOLL9.9x10.38-8L. TSSOP-8
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Sample Photo:
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SHA24-0297950-0001.C001

SGS authenticate the photo on original report only
*** End of Report ***
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